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4. Introduction
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could be charged in less than a second. Their unique

characteristics allow them to complement batteries in applications where high power and low
weight are essential, including directed-energy weapons, compact pulsed power, mobile power
quality devices, and peak power sources for aircraft and electric vehicles.

In our project we focus on carbon-based supercapacitors with aligned pores with (and

without) uniformly deposited coatings of high capacitance material (e.g. metal oxide coating).

5. Selected Results

ALD-coated Carbon Nanotube Electrodes for Supercapacitors

In this project we use of Atomic Layer Deposition (ALD) to coat highly conductive carbon nanotube
(CNT) electrodes with highly capacitive Vanadium Oxide (VO,) thin film and nanoparticles. The
produced electrodes combine the high conductivity and high surface area of CNT with the high specific
capacitance of the transition metal oxides. Multi-walled CNTs have been subjected to acid purification
step to increase reactivity, introduce defects and surface functionalities, which helps increase the rate of
electron transfer and facilitates VO, deposition onto the CNT surface. This approach bypasses use of a
polymeric binder which adds resistance to the device.

ALD allows one to uniformly deposit metal oxides on porous CNT or carbon nanofiber electrodes,
thus offering a novel route for the formation of binder-free supercapacitor electrodes with controlled
porosity and greatly increased electrical conductivity and specific capacitance. The ability to precisely
control the coating thickness and microstructure permits systematic studies of the ion intercalation and
diffusion into the bulk of the electrodes. Electrochemical measurements revealed stable performance of
the vanadium oxide-coated CNT electrodes with excellent capacitance retention at high current densities
or sweep rates. Decreasing the coating thickness to ~10 nm allows one to achieve very high capacitance
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of the vanadium oxide with values approaching ~1400 F-g*. Such high capacitance values are
unprecedented for supercapacitor electrodes measured in a symmetrical two-electrode configuration in
aqueous electrolytes. Our results indicate the importance of the electrode uniformity, precise control over
the conformity and thickness of the oxide coatings, and promise of the application of ALD techniques for
supercapacitors. Our future efforts will focusing on the application of ALD technique to the deposition of
other metal oxides, optimization of oxide layer microstructure, and the use of smaller diameter CNTSs are
expected to further improve the specific capacitance of the composite electrodes.
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Figure 2. Room temperature specific capacitance of the synthesized CNT-VO, samples: (a) composite electrode
and (b) contribution of VO, coating. The specific capacitance was calculated from the cyclic voltammetry curves
recorded at the sweep rates ranging from 1 to 1000 mV/s in a symmetric two-electrode configuration.

ALD-coated Carbon Al Nanowire Electrodes for Supercapacitors

Potential use of metal nanowires (NWSs) is rapidly growing. Currently, conductive carbon
nanotubes (CNTs) mass-produced by chemical vapor deposition (CVD) are explored in some of the
discussed above applications. However, the CNT structure suffers from the lack of surface sites available
for the formation of chemical bonds with the deposited functional layers (such as metal oxide
coatings).[2-6] While surface oxidation of multi-walled CNTs allows for the formation of defects and
carboxylic surface groups on their outer walls, the concentration of the functional groups on a CNT
surface is significantly smaller than what is available on the metal surfaces. As a result, the quality of a
CNT/metal oxide interface is generally inferior to that of a metal/metal oxide one.[7] More importantly,

due to the low concentration of free electrons in CNT, the dc electrical conductivity of CNT is orders of
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magnitude smaller than that of Cu, Al, Au or Ag. Therefore, for most applications requiring high surface
area conductors [2-6, 8] with low resistance and high concentration of bonding cites on their surface,
NWs of low-cost lightweight highly conductive metals (such as Al) may provide superior performance
than CNTs.

‘},— . ; . nanostructured

- L .0 g = p I A
Al nanowires . 300 hm ?pr Al hanowires 300 nm gL C-coated Al film

Figure 3. SEM micrographs of CVD deposition of Al NWs onto rough Cu foils at different temperatures: (a) 100
°C, (b) 125 °C, (c) 150 °C, (d) 200 °C, (e) 300 °C, and (e) 400 °C

Another sponsored project allowed us to achieve for the first time a patterned growth of
freestanding Al NWs (Fig. 3) on Ni, Fe, and Cu surfaces using trimethylamine alane (TMAA) as an
organometallic CVD precursor. For this project we further demonstrated that the ALD deposition of metal
oxides on Al NW surface allows one to achieve one of the highest volumetric capacitances reported to
date for supercapacitor applications. In our proof-of-concept studies we utilized vanadium oxide (VO,) as
a coating material due its chemical stability, wide availability, and the large potential window for
oxidation/reduction reactions to occur.[9-16] Similar to the previously described project, in order to
synthesize Al NW — VO, composite electrodes we employed atomic layer deposition (ALD) to uniformly
deposit VO, onto Al NW substrates. To the best of our knowledge, we are the first group to employ ALD
technique for supercapacitor applications. The VO, coated Al nanowire electrodes with 30-50% of the
pore volume available for electrolyte access show volumetric capacitance of 1390-1950 F/cc, which
exceeds the volumetric capacitance of porous carbons and many carbon-metal oxide composites by more

than an order of magnitude. [17-24]
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Figure 4. Al nanowire - based supercapacitor: (a) simplified schematic of the electrode; (b) SEM and (c) TEM
micrographs of VO,-coated Al nanowires; (d) EDS spectrum of VO,-coated Al nanowires; (e) cyclic voltammetry
recorded at 0.1 mV/s for VO,-coated Al nanowire electrode in comparison to that of porous carbon (capacitance is
normalized by the active mass); (f) average capacitance as a function of a slew rate for 50 nm VO, coatings in
comparison to that of activated carbon.

Carbide-Derived Carbons with Aligned Pores for Supercapacitors Based on
Aqueous Electrolytes and lonic Liquids.

Ordered mesoporous carbide-derived carbon (OM-CDC) materials produced by nanocasting of
ordered mesoporous silica templates are characterized by a bimodal pore size distribution with a high
ratio of micropores. The micropores result in outstanding adsorption capacities and the well-defined
mesopores facilitate enhanced kinetics in adsorption processes. In out fist year Annual report we
described the formation of Carbide Derived Carbons with tightly controlled micropores and aligned
mesopores. In our initial studies we performed electrochemical characterization of these carbons in
organic electrolytes. In this year we demonstrated a systematic study of the effects of synthesis
temperature on the electrochemical performance of these materials in supercapacitors based on a 1 M
aqueous solution of sulfuric acid and 1-ethyl-3-methylimidazolium tetrafluoroborate ionic liquid. The
cyclic voltammetry showed the specific capacitance of OM-CDC exceeds 200 F/g in the aqueous
electrolyte and 185 F/g in the ionic liquid, when measured in a symmetric configuration in the voltage
range of up to 0.6 and 2V, respectively (Fig. 5-6). The ordered mesoporous channels in the produced OM-
CDC serve as ion-highways and allow for very fast ionic transport into the bulk of the OM-CDC

particles. At room temperature the enhanced ion transport led to 75% and 90% of the capacitance
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retention at current densities in excess of ~10A/g in ionic liquid and aqueous electrolytes, respectively.
The supercapacitors based on 250-300 um OM-CDC electrodes demonstrated operating frequency of up
to 7 Hz in aqueous electrolyte. The combination of high specific capacitance and outstanding rate
capabilities of OM-CDC is unmatched by state-of-the art activated carbons and strictly microporous
CDC.

200+ Il 1 mV/s

175+

150+

125+
100+

200
175
150
125
100
75
50
25

V7221100 mV/s

Specific Capacitance / Fg™

Specific Capacitance / Fg’l
\l
ik

600 700 800 900 YP-17D
Chlorination Temperature for CDC / °C

Current Density / Ag™

Figure 5. Room temperature performance of OM-CDC-based supercapacitors in 1-ethyl-3-methylimidazolium
tetrafluoroborate ionic liquid.
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Figure 6. Room temperature performance of OM-CDC-based supercapacitors in aqueous electrolyte.

Supercapacitors for ultra-low temperature operation.

The ability to store and quickly deliver a significant amount of electrical energy at ultra-low
temperatures is critically important for energy-efficient operation of high altitude aircraft and spacecraft
as well as the exploration of the natural resources available in Polar Regions and mountains. Commercial
state of the art high-power rechargeable batteries and electrochemical supercapacitors fail to operate at
temperatures below - 40 °C. Both the severely reduced electrolyte conductivity and dramatically
hampered solid state diffusion [25-26] in high-power rechargeable Li-ion batteries currently limit
commercial products to a minimum operational temperature of - 20 °C [25-26]. Some of these limitations
can be overcome by using electrochemical double layer capacitors (EDLCs), often described as
supercapacitors. These alternative high-power electrochemical energy storage devices do not require solid
state diffusion and permit a stable operation with a much wider variety of electrolyte salts and solvents
[27-28]. Thus, they are of particular interest for further development and use at ultra-low temperatures
[29-30].

In this project we demonstrated that the application of microporous carbon electrodes with aligned
pores and 0.5 M solution of spiro-(1,1’)-bipyrrolidinium tetrafluoroborate salt in a 1:1 mixture of
acetonitrile and methyl formate electrolyte allows fabrication of supercapacitors with an outstanding
performance at temperatures as low as - 60 and - 70 °C (Fig. 7). At such low temperatures the specific
capacitance of the synthesized electrodes is up to 123 F/g (71 F/cc), which is nearly 50 % higher than that
of the most common commercial supercapacitor electrodes at room temperature. At - 60 °C selected
supercapacitors based on 300 um electrodes exhibited characteristic charge-discharge time constant of
less than 9 s, which is faster than the majority of commercial devices at room temperature. The achieved
combination of high supercapacitor energy and power densities at such low temperatures is

unprecedented.
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Figure 7. Low temperature performance of supercapacitors in conventional (1M TEA-BF, in AN; hollow symbols)
and newly developed (0.5 SPB-BF, in AN:MF=1:1; solid symbols) electrolytes: specific capacitance calculated
from the CV curves as a function of sweep rate at (A) -20 °C, (B) -40 °C, (C) — 60 °C, and (D) -70 °C; (E)
frequency response of capacitances at -60 °C and (F) cyclic voltammograms at a slew rate of 1 mV/s recorded at —
70°C.

Detonation Nanodiamond and Onion-like Carbon - Embedded Polyaniline for
Supercapacitors

The detonation nanodiamond is a versatile low-cost hanomaterial with tunable properties and surface
chemistry. In this work, we show how the application of nanodiamond (ND) can greatly increase the
performance of electrochemically active polymers, such as polyaniline (PANI). Symmetric
supercapacitors containing PANI-ND nanocomposite electrodes with 3-28 wt.% ND showed dramatically
improved cycle stability and higher capacitance retention at fast sweep rate than pure PANI electrodes.
Contrary to other PANI-carbon nanocomposites, specific capacitance of the selected PANI electrodes
with embedded ND increased after 10,000 galvanostatic cycles and reached 640 F/g, when measured in a

symmetric two-electrode configuration with 1M H,SO, electrolyte. The demonstrated specific
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capacitance is 3-4 times higher than that of the activated carbons and more than 15 times higher than that

of ND and onion-like carbon (OLC).
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Figure 8. Room temperature specific capacitance of the synthesized composite samples before and after 10,000
cycles. Pure PANI* sample contains 3 wt. % annealed ND mechanically mixed with PANI particles. Other samples

contain ND embedded into the PANI particles. The specific capacitance was calculated from the cyclic voltammetry

curves recorded at the sweep rate of 1mV/s in a symmetric two-electrode configuration.
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